
 

Guaranteed for the serv�ceable 
l�fet�me of the carpet when used 
�n accordance w�th the End Use 

Guarantee Notes
* The nom�nal roll d�mens�ons have been quoted. These may vary sl�ghtly but w�ll comply w�th the requ�rements of BS EN 14499:2015
‡ Value der�ved from s�m�lar product test results

Polyurethane Rebond

, Luxury Use

Nom�nal dens�ty 145 kg/m³ 
Nom�nal square we�ght   1405 g/m² 
Nom�nal roll we�ght  21.17 kg 
Nom�nal roll area 15.07m² (1.37m x 11.0m) 
Nom�nal th�ckness 9.00mm ISO 1765

BS 5808: 1991 / EN14499 : 2015

 L/U, Luxury Use

Work of compress�on (M�n. 50 J/m² Max. 200 J/m²)  >140 J/m²  BS 4098 & ISO 2094

Retent�on of work of compress�on (m�n 40%)  >90 % BS 4098 & ISO 2094

Loss �n th�ckness after Dynam�c load�ng (max 15%) <5 % BS 4052 & ISO 2094

Loss �n th�ckness after stat�c load�ng (max 15%) <5 % ISO 3415/3416 & BS 4939

Break�ng strength (length/w�dth) m�n. 40N >90N / >50N EN ISO 13394 BS 2576

Extens�on under force (length/w�dth) max. 15%@ 30N <10% / <10% 

Res�stance to crack�ng (not greater than 50mm) Pass EN 14499 & BS 5808

Flammab�l�ty

 Low rad�us of effects of �gn�t�on BS 4790 & BS 5287

Odour  No object�onable odour

Colour / back�ng  V�olet fac�ng re�nforced w�th spunbonded polyester /
  pr�nted paper back�ng

Packag�ng 

Thermal res�stance  2.37 togs BS 4745

Impact sound reduct�on (Delta Lw) 39dB BSEN ISO 140-8: 1998 and BSEN ISO 717-2: 1997

Em�ss�ons  (US Carpet & Rug Inst�tute) Meets low VOC em�ss�on cr�ter�a
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